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Chemical & Metallurgical Services

T.S.No.63-A, SIDCO Industrial Estate, Ekkaduthangal, Chennai - 600 032, Tamilnadu INDIA.
Phone : 91-44-2225 3863, 22253547 Tele Fax : 91-44-2225 2944, Mobile : 9445067918

ACCREDITED FOR
CHEMICAL & MECHANICAL
CERTIFICATE No:

After Off. Hrs : 91-44-2245 1794 E-mail : cmslab81@gmail.com / rmd@sify.com T-0475 & T-0474
TEST CERTIFICATE Pageilof'
Test Report No. 3 CMS/LTR/9108/2014-15 Date : 20-01-2015
Party’s Name & Address : M/s. Lehry Instrumentation & Valves (P) Ltd,
#78 (Old No. 51) Sembudoss Street, P.B.No.1506,
Party’s Ref Chennai-600 001.
’ No. LIAVPL /2014-15 / Dated.13-01-2015.
No. of Samples 1No. Date of Receipt of Sample : 17-01-2015
Nature of Test Nil Date of Testing P 19-01-2015

Test Method
Enclosures

Chemical Test
AAS

Sample Details

Remarks:- The above sample conforms to CW617N

TEST RESULTS

Forged Brass Valve Sample
Lehry Make Forged Brass Size: ¥, ”

CHEMICAL ANALYSIS (%)

Cu Pb Fe Sn Ni
58.90 2.02 0.285 0.196 0.059
Al Mn Zn

0.026 0.004 Remainder

Chemical Properties.

****END****

grade in respect to the tested

Ex - Scientist - NML -CSIR)

MAp?m/MURAu BE, MBA (=g d \: ) ; R.M.D.'NAYAR

Technical Manager
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/ &f Technical Director

Recognised & Approved Laboratory by Airports Authority of India.,  Steel
« Defence Establishments,  National & International Third Party Inspection Age

5{Ini¥, » Rail India Technical & Economic Services Lid.,
any other State & Central Government Establishments.

Note:- This report relates only to the particular Sample submitted for test < Any correction not attested shall invalidate this certificate ¢ Sample will be
destroyed after 15 days from the date of issue of certificate unless instructed otherwise % Any complaints about this report should be communicated in
writing within 7 days of the issue of this report 4 This report should not be reproduced wholly or in parts and cannot be used as evidence In a court of
law and shall not be used in advertising media without prior permission in writing < Sample descriptions is not verified in all case and is given as
described by the customers Samples are not drawn by us unless otherwise stated.
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CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS CMS

Website: www.cmslab.in ;

SWHJ SWD SWD SHO SWD

SHD SWD SWDO SWO SWO SAD SWD SWD SWO SRD SWHD SHO SHO SWNO SWO SWD SWD

SWO SWD SWO SWD SWD SWD

SHD SWO



